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WATERPROOF TAPE FOR PREVENTING
LEAKAGE OF LIGHT

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application claims priority to Korean Patent Applica-
tion No. 2014-0053209, filed on May 2, 2014, which is herein
incorporated by reference in its entirety.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a waterproof tape for pre-
venting leakage of light.

2. Description of the Related Art

In recent years, along with the trend toward high quality of
mobile terminals such as smart phones, functions of the
mobile terminals are getting diversified. Recently, customers
have showed rapidly increasing interest in and demand for a
water proof function among various functions of the mobile
terminals.

In order to realize a waterproof function of a mobile ter-
minal, micro interstices at a terminal module and ajunction in
the mobile terminal need to be sealed. However, in most of
current mobile terminals, the components of each mobile
terminal are bonded to each other with an adhesive or an
adhesive tape. Thus, micro interstices thereof have not been
sufficiently sealed. Therefore, if a mobile terminal falls into
water or is immersed in water for a relatively long periods of
time, the water penetrates the above-described adhesive tape
and permeates into the mobile terminal through the micro
interstices.

Further, such an adhesive tape may be attached to a window
panel of the mobile terminal. In this case, light emitted from
a display panel leaks out through the adhesive tape, resulting
in a light leakage phenomenon. Such light leakage phenom-
ena account for a substantial proportion of customer com-
plaints and thus need to be solved for high quality of mobile
terminals.

SUMMARY OF THE INVENTION

An object of the present invention provides a waterproof
tape for preventing leakage of light that can provide a water-
proof function to a target object and also prevent leakage of
light from the target object.

According to an aspect of the present invention, there is
provided a waterproof tape for preventing leakage of light
including: a waterproof film that contains extruded or cast
thermoplastic polyurethane (TPU); and a light-blocking film
that is laminated on the waterproof film and contains a col-
ored substance.

Herein, the light-blocking film may include: a substrate;
and a printing layer that is printed on the substrate and con-
tains the colored substance.

Herein, the printing layer may be arranged between the
waterproof film and the substrate.

Herein, the colored substance may include carbon black.

Herein, the printing layer may include: a first printing layer
that is printed on the substrate; and a second printing layer
that is printed on the first printing layer.

Herein, the light-blocking film may have a thickness of 1
um to 20 um.

Herein, the waterproof tape for preventing leakage of light
may further include: an attachment layer that is laminated on
the light-blocking film and contains a cohesive or adhesive
polymer resin.
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According to another aspect of the present invention, there
is provided a waterproof tape for preventing leakage of light
including: a light-blocking waterproof film that is prepared
by extruding or casting a mixture of thermoplastic polyure-
thane and a color pigment.

Herein, the color pigment may include carbon black and an
organic solvent.

Herein, the carbon black may be mixed in a content of 100
parts by weight or more with respect to 100 parts by weight of
the organic solvent.

Herein, the mixture may include aluminum oxide (Al,0;).

Herein, the waterproof tape for preventing leakage of light
may further include: an attachment layer that is laminated on
the waterproof film and contains at least one of adhesive or
cohesive polymer resin among an acryl-based resin, a rubber-
based resin, and an epoxy-based resin.

According to yet another aspect of the present invention,
there is provided a waterproof tape for preventing leakage of
light including: a waterproof film containing a polymer that
has a porosity of 1% to 50%; and a light-blocking film that is
laminated on the waterproof film and contains a colored sub-
stance.

Herein, the polymer may include thermoplastic polyure-
thane or polyethylene terephthalate (PET).

According to still another aspect of the present invention,
there is provided a waterproof tape for preventing leakage of
light including: a light-blocking waterproof film that contains
a polymer and a color pigment, and has a porosity of 1% to
50%; and an attachment layer that is laminated on the water-
proof film and contains a cohesive or adhesive polymer resin.

BRIEF DESCRIPTION OF THE DRAWINGS

The above and other aspects, features and other advantages
of'the present invention will be more clearly understood from
the following detailed description taken in conjunction with
the accompanying drawings, in which:

FIG. 1is across-sectional view of a waterproof tape 100 for
preventing leakage of light according to an exemplary
embodiment of the present invention;

FIG. 2 provides photos for comparing a light-blocking
property of the waterproof tape 100 for preventing leakage of
light of FIG. 1 depending on the number of printings of a
printing layer;

FIG. 3 is a cross-sectional view of a waterproof tape 100'
for preventing leakage of light according to another exem-
plary embodiment of the present invention;

FIG. 4 provides photos for comparing a light-blocking
property of the waterproof tape 100’ for preventing leakage of
light of FIG. 3 depending on a content of carbon black with
respect to a color pigment; and

FIG. 5 is a cross-sectional view of a waterproof tape 100"
for preventing leakage of light according to yet another exem-
plary embodiment of the present invention.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENT

Exemplary embodiments of a waterproof tape for prevent-
ing leakage of light according to the present invention will
now be described in detail with reference to the accompany-
ing drawings. In the present specification, like or similar
components in different exemplary embodiments will be
assigned like or similar reference numerals, and correspond-
ing descriptions will be omitted.
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FIG.11s across-sectional view of a waterprooftape 100 for
preventing leakage of light according to an exemplary
embodiment of the present invention.

Referring to FIG. 1, the waterproof tape 100 for preventing
leakage of light may include a waterproof film 110, a light-
blocking film 120, and an attachment layer 130.

The waterproof film 110 is configured to provide a water-
proof function to a place where the waterproof tape 100 for
preventing leakage of light is attached.

The waterproof film 110 may be formed of thermoplastic
polyurethane (TPU). The thermoplastic polyurethane is
excellent in chemical resistance and resistance to abrasion
caused by friction and also excellent in elasticity and flexibil-
ity, and, thus, it readily returns to its original shape when a
pressure applied thereto is canceled.

The thermoplastic polyurethane of the waterproof film 110
may be formed by extrusion or casting. Herein, casting is a
kind of film molding method, and by this method, the water-
proof film 110 can be obtained by allowing molten thermo-
plastic polyurethane to flow on a substrate having a uniform
surface and to be solidified at normal pressure.

The thermoplastic polyurethane formed as such may have
a porosity of 1% to 50%. To be specific, pores may provide a
buffer function to the thermoplastic polyurethane, but if too
many pores are formed in the waterproof film 110, water may
infiltrate into the waterproof film 110 through these pores.
Therefore, in order to provide a waterproof function, prefer-
ably, the waterproof film 110 has a low porosity of 50% or
less.

Further, the waterproof film 110 may have a thickness of 10
pum to 200 um. To be specific, if a thickness of the waterproof
film 110 is less than 10 pm, a waterproof property may dete-
riorate due to the above-described pores, and if a thickness of
the waterproof film 110 is more than 200 pm the total thick-
ness of the waterproof tape 100 for preventing leakage of light
is increased, which may hinder slimness of a finished product
to which the waterproof tape 100 is attached.

The waterproof film 110 may be formed of other polymers,
such as polyethylene terephthalate (PET), than the above-
described thermoplastic polyurethane. The polyethylene
terephthalate has an excellent waterproof property due to the
characteristics of the material. The waterproof film 110
formed of the polyethylene terephthalate may have the same
porosity and thickness as the thermoplastic polyurethane, and
can be formed by the same molding method.

The light-blocking film 120 is configured to provide a light
leakage preventing function. The light-blocking film 120 may
include a substrate and a printing layer.

The substrate is a base to which the printing layer is
printed, and also maintains a shape of the waterproof film
110. The substrate may be formed into a polyethylene tereph-
thalate (PET) film.

The printing layer is configured to block light. The printing
layer can be formed through micro gravure printing of a
colored substance in the form of ink on the substrate. The
colored substance may include carbon black and an organic
solvent.

Carbon black is black fine powder formed of carbon and
has an excellent light-blocking property. Thus, when carbon
black is attached to transparent thermoplastic polyurethane, it
is possible to provide a light leakage preventing function to
the waterproof tape 100.

A mixture of the organic solvent with the carbon black may
form carbon ink as a colored substance. Herein, the carbon
black may be mixed in a content of 100 parts by weight or
more with respect to 100 parts by weight of the organic
solvent. To be specific, as a content of the carbon black with
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respect to the total weight of the carbon ink increases, a
light-blocking property also increases. When a content of the
carbon black is 50% or more, a very high light-blocking
property can be obtained.

The carbon ink formed as such may be printed multiple
times on the substrate formed into the PET film, thereby
forming a printing layer. Herein, since the carbon ink is
printed by a micro gravure printing process involving a hot-
air drying process, multiple printing layers can be rapidly
formed on the substrate. To be specific, the light-blocking
film 120 may be formed by forming a first printing layer
through micro gravure printing of the carbon ink on the sub-
strate and then forming a second printing layer through micro
gravure printing of the carbon ink on the first printing layer.
Herein, ifa printing process is performed to the substrate only
once, as illustrated on the left of FIG. 2, it is not easy to
prevent a light leakage phenomenon and the printing layer
may peel off. Therefore, the printing layer is formed through
printing on the PET film multiple times, and, thus, it is pos-
sible to effectively prevent a light leakage phenomenon and a
peeling-off phenomenon. Herein, the printing layer may fur-
ther include a third or further printing layer in addition to the
first printing layer and the second printing layer.

If the printing layer is printed on the substrate as such, the
printing layer may be attached to the waterprooffilm 110 with
a cohesive or adhesive. With this configuration, the printing
layer that is relatively easy to peel off is arranged on the side
of' waterproof film 110 rather than the side of attachment layer
130, and, thus, the possibility of peeling off the printing layer
can be reduced.

The light-blocking film 120 formed as such may have a
thickness of 1 um to 20 pm. Herein, if a thickness of the
light-blocking film 120 is less than 1 [Jum, a light-blocking
efficiency decreases, and if a thickness of the light-blocking
film 120 is more than 20 pm, the possibility of peeling off the
light-blocking film 120 from the waterproof film 110 is rela-
tively high. Therefore, since the light-blocking film 120 is
formed to the above-described thickness, an excellent light-
blocking property can be obtained together with excellent
attaching force.

The attachment layer 130 is configured to provide attach-
ing force of the waterproof tape 100 with respect to a target
object. The attachment layer 130 may be formed ofa cohesive
or adhesive polymer resin. To be specific, the polymer resin
may include at least one of an acryl-based resin, a rubber-
based resin, and an epoxy-based resin.

Further, the attachment layer 130 may have a thickness of
10 pm to 100 pm. Herein, if a thickness of the attachment
layer 130 is less than 10 um, its attaching force relatively
deteriorates, and if a thickness of the attachment layer 130 is
more than 100 pum, a peeling-off phenomenon of the light-
blocking film 120 may occur. Thus, a thickness of the attach-
ment layer 130 can be regulated in the above-described range
in consideration of the above-described problem and slim-
ness of the target object.

The waterproof tape 100 for preventing leakage of light
formed as described above can provide an excellent water-
proof function to the target object, and also prevent leakage of
light when it is attached to a front panel of a mobile terminal.
Further, depending on a porosity of the waterproof film 110,
it is also possible to obtain a shock-absorbing effect at a
certain level with respect to the target object.

FIG. 3 is a cross-sectional view of a waterproof tape 100'
for preventing leakage of light according to another exem-
plary embodiment of the present invention.
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Referring to FIG. 3, the waterprooftape 100" for preventing
leakage may include a waterproof film 110' formed in a dif-
ferent manner than the above-described exemplary embodi-
ment.

The waterproof film 110" may further contain a color pig-
ment and an inorganic substance in addition to thermoplastic
polyurethane or polyethylene terephthalate.

The color pigment may include carbon black and an
organic solvent like the above-described colored substance.
Herein, the carbon black may be mixed in a content of 100
parts by weight or more with respect to 100 parts by weight of
the organic solvent, as described above. Herein, as a content
of the carbon black increases, a light-blocking property also
increases, as described above. To be specific, referring to FIG.
4, when a content of the carbon black is 50% or more, a very
high light-blocking property can be obtained.

The inorganic substance is configured to maintain a shape
of the waterproof film 110". Thermoplastic polyurethane has
an excellent flexibility or elasticity due to the characteristics
of the material, and, thus, it is not easy to maintain a shape.
Therefore, an inorganic substance, such as aluminum oxide
(Al,0;), having a high hardness is added to the waterproof
film 110' so as to maintain a shape of the waterproof film 110'.

The waterproof film 110' can be obtained by preparing a
mixture of the above-described elements through extrusion or
casting.

According to the waterprooftape 100" formed as described
above, the waterproof film 110" has a light-blocking property,
and, thus, the light-blocking film 120 may be removed unlike
the above-described exemplary embodiment. Thus, a process
of printing carbon ink on a PET film and a process of attach-
ing the light-blocking film 120 to the waterproof film 110’
may be omitted, thereby reducing cumbersome processes in
manufacturing.

FIG. 5 is a cross-sectional view of a waterproof tape 100"
for preventing leakage oflight according to yet another exem-
plary embodiment of the present invention.

Referring to FIG. 5, the waterproof tape 100" for prevent-
ing leakage of light may include a single light-blocking film
120" unlike the above-described exemplary embodiment
with reference to FIG. 1. With this configuration, if a light-
blocking property ata slightly low level is required for a target
place, the light-blocking film 120" is formed on only one of
both surfaces of the waterproof film 110, thereby obtaining
convenience in manufacturing and reducing manufacturing
costs. Further, the waterproof tape 100" for preventing leak-
age of light may include only one attachment layer 130
depending on the characteristics of the target object.

According to the waterproof tape for preventing leakage of
light formed as described above, the waterproof film formed
of thermoplastic polyurethane or a polymer such as polyeth-
ylene terephthalate provides a waterproof function to a target
object such as a mobile terminal.

Further, even if the waterproof tape for preventing leakage
oflight is attached to a window panel of a mobile terminal, the
light-blocking film formed and attached to the waterproof
film or the color pigment mixed in the waterproof film can
easily block light leaking from a display panel of the mobile
terminal, and, thus, can be further improved.

The waterproof tape for preventing leakage of light is not
limited to the configurations and methods of the exemplary
embodiments described above. The above-described exem-
plary embodiments may be selectively combined in whole or
in part to achieve various modifications thereof.
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While the present invention has been illustrated and
described in connection with the exemplary embodiments, it
will be apparent to those skilled in the art that modifications
and variations can be made without departing from the spirit
and scope of the invention as defined by the appended claims.

What is claimed is:

1. A waterproof tape for preventing leakage of light and
absorbing shock comprising:

a waterproof film that contains extruded or cast thermo-

plastic polyurethane (TPU),

wherein the thermoplastic polyurethane has a thickness of

10 um to 200 um, and the thermoplastic polyurethane is
one of extruded and cast and has a porosity of 1% to 50%
to facilitate the waterproof tape absorbing shock; and

a light-blocking film that is laminated on the waterproof

film and contains a colored substance,

the light-blocking film includes:

a substrate which is polyethylene terephthalate; and

a printing layer that is printed on the substrate and con-
tains the colored substance,

the printing layer is arranged between the waterproof
film and the substrate,

the thermoplastic polyurethane and the polyethylene
terephthalate are formed so as to have a same porosity
and a same thickness, and

the colored substance includes carbon black.

2. The waterproof tape for preventing leakage of light and
absorbing shock of claim 1, further comprising:

an attachment layer that is laminated on the light-blocking

film and contains a cohesive or adhesive polymer resin.
3. A method of manufacturing a waterproof tape for pre-
venting leakage of light and absorbing shock, the method
comprising:
forming a waterproof film by extruding or casting thermo-
plastic polyurethane such that the thermoplastic poly-
urethane (a) has pores formed therein, (b) has a porosity
of 1% to 50% and (c) has a thickness of 10 um to 200 pm
so to facilitate the waterproof tape absorbing shock;

forming the thermoplastic polyurethane to have a porosity
and a thickness and forming the polyethylene terephtha-
late so as to a porosity and a thickness which is the same
as the thermoplastic polyurethane,

forming a composite printing layer by applying a colored

substance on polyethylene terephthalate to form a first
printing layer, and then forming a second printing layer
by applying the colored substance on the first printing
layer; and

attaching the polyethylene terephthalate and the composite

printing layer to the waterproof film such that the second
printing layer contacts the waterproof film.

4. The method of claim 3, further comprising the step of
forming the waterproof film by allowing molten thermoplas-
tic polyurethane to flow on a substrate and solidify.

5. The method of claim 4, further comprising the step of
using the colored substance which contains a carbon black
content of at least 50%.

6. The waterproof tape for preventing leakage of light and
absorbing shock of claim 3, wherein the waterproof film is
formed by allowing molten thermoplastic polyurethane to
flow on a substrate and solidify.

7. The waterproof tape for preventing leakage of light and
absorbing shock of claim 6, wherein the colored substance
contains a carbon black content of at least 50%.
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